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ABSTRACT

Extending the applications of metallic glasses for use as functionally graded
materials could mitigate their intrinsic problems such as limited dimensions. Laser
direct manufacturing (LDM) technology is an outstanding and reliable technique to
fabricate structural-graded materials. Here, a Zr50Ti5Cu27Ni10Al8 (Zr50) alloy was
chosen as the model material to fabricate metallic glass by the LDM. By optimizing
the LDM process through the finite-element simulation, a nearly fully amorphous
Zr50 alloy with the thickness of larger than 10 mm was fabricated. The structural
gradients, induced by gradual variation of crystallinity, were found in the deposited
Zr50 metallic glass.
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1. Introduction
Metallic glasses have received considerable scientific and technological attentions
due to their extraordinary mechanical and chemical properties[1-3]. However, the
small dimensions of metallic glasses largely hinder their wide applications as
structural materials [4, 5]. Extending the use of metallic glasses as functional
materials could mitigate this problem [6, 7]. As a special class of functional materials,
functionally graded materials, possess a number of advantages including an improved
residual stress distribution, enhanced thermal properties, higher fracture toughness,
and reduced stress intensity factors[8]. These advantages make them attractive in
technological applications. Herein, a question arises: can we fabricate high
performance structural-graded metallic glasses to overcome their “bottleneck”
problems?
Consolidation of the amorphous powders into bulk materials, using the methods
such as hot pressing[9], spark plasma sintering[10], injection[11], etc., is an effective
way to fabricate metallic glass components. Among these methods, laser direct
manufacturing (LDM) technology, which is a powder-based layer-by-layer shaping
and consolidation process, allows us to finely tailor microstructure, porosity, shape
and size of deposited materials[12-14]. The flexibility of structural design associated
with the LDM makes it a reliable technique to fabricate structural-graded
materials[15]. Moreover, comparing with the above mentioned powder metallurgy
methods, LDM technology can produce metals having low levels of voids and
porosity. At present, extensive works have been conducted on the LDM of metallic
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glasses[16-19]. The cooling rates achieved by the LDM method can generally reach
up to 103-104 K/s, significantly higher than the critical cooling rate required to
produce an amorphous structure for most glass-forming alloy systems. This provides
an opportunity to fabricate metallic glasses, even those with poor glass-forming
ability, to overcome their size limitation. Moreover, the metallic glasses fabricated by
the LDM method may essentially possess graded structures, which would be induced
by the thermal history gradient along the building direction during the LDM process.
In the previous works, however, most attention has been paid to the degree,
characteristics and behaviors of the crystallization in the metallic glasses fabricated by
LDM[20-22]. The graded structures, which would generate tremendous effects on the
physical, chemical and mechanical properties of the LDM produced metallic glasses,
have been ignored.
In the present work, a Zr50Ti5Cu27Ni10Al8 (Zr50) alloy was chosen as the model
material to fabricate large-size metallic glass by the LDM technology. The structural
gradients, induced by the gradual variation of crystallinity, across the thin crystalline
bands and along the building direction were found in the deposited Zr50 metallic
glass. The microstructure and mechanical properties of the graded components were
carefully studied. The formation mechanism of the graded structures was illustrated
from the frame of thermal history. The gradient mechanical properties induced by the
gradual crystallinity were also investigated in details.
2. Materials and methods
LDM of Zr50 metallic glass was performed using a coaxial powder feeding
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LDM system. The laser source used in the experiments was IPG YLS 6000W SM CW
ytterbium fiber laser with wavelength of 1070 nm. The schematic of the LDM process
is shown in Fig. 1. The inset of Fig. 1 shows the outer appearance of a multi-layer 10mm-thick Zr50 alloy sample fabricated by the LDM. The diameter, power and travel
speed of the laser beam was 2 mm, 200 W and 800 mm/min, respectively. LDM
experiments were conducted inside a working chamber, which is filled with argon gas
to keep the oxygen level lower than 10 ppm. Argon atomized Zr50 powders in a size
range of 20~50 μm were used for LDM process. Owing to the rapid solidification
conditions, the majority of the particles produced by gas atomization in an argon
atmosphere are spherical or near-spherical in shape. 45 carbon steel was selected as
substrate materials due to its high yield strength and a relatively high thermal
conductivity. Parallel tracks were partially overlapped with an overlap fraction of 30
%. The layer thickness in z direction during multi-layer deposition was set as 0.6 mm.
The microstructure of deposited metallic glass samples was characterized using high
energy synchrotron X-ray diffraction (HEXRD) and scanning electron microscope
(SEM). The HEXRD experiments were carried out at beamline I15 of the Diamond
Light Source, UK, using high energy, monochromatic X-rays with a photon energy of
76 keV. The X-ray beam was focused down to 70 μm in diameter and cleaned up with
the pinhole directly in front of the sample. 2-dimensional XRD images were recorded
using a Perkin-Elmer XRD1621 flat-panel detector positioned ～1 m from the sample.
The scattering intensity I(Q) versus scattering vector were extracted by integrating the
obtained 2-D diffraction patterns along the radius of the diffraction circles in Q-space
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using Data Analysis WorkbeNch (DAWN) software. The nanoindentation
experiments were performed on the alloys at room temperature by an MTS
Nanoindenter-XP, where the displacement and load resolution were lower than 0.1
nm and 50 nN. A professional finite-element simulation software, SYSWELD, is
applied to calculate the thermal cycle curves in the present LDM processing. In the
present study, the laser beam is modeled as a Gaussian distribution of heat flux from a
moving heat source with a conical shape. The surface heat flux was assumed to be
uniform during the process and produce a melt zone depth consistent with that
experimentally observed. This heat flux corresponds to a laser power of 200 W and
beam diameter of 2 mm. All the specific heat and thermal conductivity values used in
the finite-element simulation are temperature-dependent, as described in our previous
literature[23].
3. Results and discussion
The resulting microstructure of deposited samples is directly determined by the
local thermal conditions, which are controlled by two key processing parameters in
the LDM process, i.e., the laser power and the travel speed[24]. In order to obtain an
ideal laser deposited Zr50 sample with fully or nearly fully amorphous microstructure,
the processing parameters are optimized by using the finite-element method (FEM)
analysis and the time-temperature-transformation (TTT) diagrams of the Zr50 alloy.
The TTT-diagram estimation and FEM simulation in details were prescribed in our
recent published paper [23]. To optimize the LDM processing parameters, singletrack Zr50 alloy were printed on a Zr50 metallic glass substrate. The cross-sectional
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microstructure of the single-track deposited Zr50 alloy sample is shown in the left
part of Fig. 2. The laser travel direction is perpendicular to the plane of the images.
Three different regions can be easily distinguished, namely the molten pool in the
upper part, the crystalline heat-affected zone (HAZ (crystalline)) in the middle part,
and the metallic glass substrate in the lower part. For comparison, we analyze the
crystallization of all the nodes of finite element mesh in the cross section of the FEMsimulated single-track Zr50 alloy. The crystalline positions are indicated by red dots.
The spatial distribution of crystallization obtained from the FEM analysis is shown in
the right part of Fig. 2. Clearly, the distributions of crystallization calculated by our
method agree well with the experimental observations, confirming the validity of our
method to predict the crystallization in the LDM of Zr50 metallic glass. Then, the
ratios of the crystalline area to the total area shown in right part of Fig. 2 are
calculated to evaluate the crystallinity of the deposited Zr50 metallic glass. A
combination of laser power of 200 W and travel speed of 800 mm/min is found to
present the lowest crystalline fraction. Thus, the laser power of 200 W and travel
speed of 800 mm/min are chosen as the optimum LDM parameters to fabricate largesized Zr50 alloy samples.
A typical microstructure of a deposited 10-mm-thick Zr50 alloy perpendicular to
the laser travel direction is shown in Fig. 3(a). Featureless light gray regions,
corresponding to amorphous zones, are observed surrounded by thin dark gray
crystalline bands. From Fig. 3(a) we can note that the thin gray bands take lower than
5% of the total cross area, indicating the deposited Zr50 alloy with the thickness of
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larger than 10 mm contains lower than 5 vol.% crystalline phases. More inspiringly,
the widths of dark gray crystalline bands remain almost unchanged with increasing
the deposited layers, indicating that the deposited Zr-based alloy does not crystallize
more seriously as the sample becomes thicker. Therefore, using the present processing
parameters can produce Zr50 metallic glass without dimensional limitation.
To study the structural evolution of the laser deposited Zr50 alloy sample along
the building direction, nanoindentation was performed from bottom to the top along
the red dot line shown in Fig. 3(a). The spacing between two neighboring indents is
set as 20 μm. The hardness was calculated by Oliver-Pharr method[25]. The hardness
measured at different heights along the red dot line is plotted in Fig. 3(b). As
presented, the hardness firstly increases and then decreases with increasing the height
in local regions, while the hardness exhibits an overall decreasing trend. This hardness
trend may be correlated with the crystallinity of the deposited Zr50 alloy sample,
since the crystallization caused by annealing would enhance the hardness of metallic
glass[26, 27]. For instance, four typical crystalline regions I, II, III and IV shown in
Fig. 3(a) possess higher hardness than their neighbouring amorphous regions, as
denoted by blue bands in Fig. 3(b).
To further study the graded structures of the laser deposited Zr50 alloy sample,
HEXRD experiments were performed across a typical thin crystalline band. Four
positions ①-④ illustrated in Fig. 4(a) were chosen to perform the HEXRD tests. A
typical diffraction pattern taken at position 1 is shown in Fig. 4(b). Figure 4(c)
displays the corresponding I(Q) curves measured at the four positions. The absence of

7

any sharp diffraction peaks at the positions 1 and 4 proves their fully amorphous
structure. Their intensity curves consist of a broad diffraction peak at 2.71 Å-1
followed by a smaller one at 4.48 Å-1. The inset highlights the top part of the first
peaks for curves 1 and 4. Clearly, I(Q) curve of position 1 possesses a higher Q value
than that of position 4, indicating the shortening of the distance between constituent
atoms for the lower part of the deposited Zr50 alloy sample[28]. During the LDM
process, the lower parts of the deposited sample experience more thermal cycles than
the upper ones. Then the glass structure of the lower part relaxes more severely
towards equilibrium. More excess free volume thus annihilate, resulting in the
densification of the glassy phase and the shortening of the atomic distance. It can also
be noticed from Fig. 4(c) that sharp Bragg peaks, corresponding to crystalline phases,
appear in the I(Q) curves at the positions 2 and 3. The Bragg peak positions remain
almost unchanged for these two positions, whereas the intensities increase from
position 2 to position 3. The above results suggest that the crystalline content
increases firstly and then decreases cross the thin crystalline band.
To elucidate the gradual crystallinity across crystalline thin bands, the typical
thermal cycle curves during the LDM process at the nodes of finite element mesh
along the green line shown in Fig.2 are presented in Fig.5(a). The TTT diagrams upon
heating and cooling of the Zr50 metallic glass are also proposed in this figure. The
inset of Fig.5(a) magnifies the region indicated by the dotted box shown in Fig.5(a).
We just show the thermal cycle curves corresponding to the positions in the thin
crystalline band in the inset of Fig.5(a). Obviously, the overlapping between the
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thermal cycle curve and the crystallization curve of TTT diagram upon heating
gradually decreases with the distance away from the melting zone. A larger
overlapping between the thermal cycle curve and the crystallization curve of TTT
diagram indicates that there is more time for the formation of new crystal nuclei and
time for crystals to grow[29]. Thus, the crystallinity in thin crystalline band gradually
decreases with the distance away from the melting zone. In addition, the already
formed crystals in the thin crystalline band would act as the heterogeneous nucleation
sites for crystallization formation at the bottom of the melt zone that is very close to
the crystalline thin band[30]. Then some crystalline phases can also be found at the
bottom of the melt zone. With distance away from the thin crystalline band, the
crystallinity in the bottom of the melt zone also gradually decreases. Therefore, the
crystallinity in the regions across crystalline thin bands increases firstly and then
decreases from the bottom up.
For the thin crystalline bands located at different heights of the deposited Zr50
metallic glass, the gradual variations of the crystallinity along the building direction
may be correlated with the gradient accumulated structural relaxation. To account for
this, we draw a schematic of the cross section for the LDM of Zr50 metallic glass, as
presented in Fig. 5(b). The red thin bands and yellow regions refer to the crystalline
and amorphous phase, respectively. We calculate the thermal cycle curves of the point
A (shown in the schematic of Fig. 5(b)) during the LDM process of a 5-layer Zr50
metallic glass by FEM simulation. Each layer consists of 5 tracks. The relative
positions of the multiple tracks are shown in the schematic of Fig. 5(b). The thermal
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cycle curve of the point A is presented in Fig. 5(d). The numbers shown in Figs. 5 (b)
and (d) denote the track sequence. For the first track, the deposited metallic glass is
vitrified from the molten liquid. No crystallization takes place at point A in this
process, since the cooling curve of track 1 does not intersect with the crystallization
curve of TTT diagram upon cooling, as shown in Fig. 5(c), which presents the thermal
cycle curves of point A after some typical tracks and the TTT diagram of Zr50
metallic glass. After the first track, the subsequent tracks will accumulate the
structural relaxation for the Zr50 metallic glass formed at the first track through the
heat transfer. The accumulated structural relaxation can cause the formation of the
region with more serious crystalline degree[31]. In addition, the enough accumulated
structural relaxation can also facilitate the crystallization of the amorphous region.
Many previous isothermal annealing experiments have shown that the annealing
temperature below or above the glass transition temperature (Tg) can cause a
tremendous difference in the structural relaxation and its induced crystallization. For
instance,

several

hours

is

required

for

the

crystallization

of

the

Zr41.2Ti13.8Cu12.5Ni10Be22.5 metallic glass when annealed below or at Tg[32]. Contrarily,
only few seconds is required for metallic glass when annealed at temperatures higher
than Tg [18]. The annealing temperatures above Tg are more effective in relaxing the
nonequilibrium amorphous structure. Then the thermal cycle whose maximum
temperature is higher than Tg is named as effective thermal cycle (ETC) in the present
work. The ETCs of point A during the LDM process are marked by red arrows in Fig.
5(d). There are five ETCs for point A. However, the crystallization of point A is just
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induced by the track 6. This is because in these ETCs, only the thermal cycle curve of
track 6 overlaps with the crystallization curve of TTT diagram upon heating, as shown
in Fig. 5(c). The subsequent ETCs of point A caused by tracks 7 and 11 cause more
serious crystalline after track 6. For point C shown in the schematic of Fig. 5(b), its
amorphous structure forms at track 16 and crystallizes after track 21. It experiences
only one ETC after crystallization which induced by the depositing of track 22. Then
the crystallinity of point C is lower than that of point A. For point B, its thermal cycle
curves during the LDM process are identical to the first four thermal cycle curves of
point A, as presented in Fig. 5(d). Both the point A and point B experience two ETCs
after the crystallization. However, their crystallinity is still slightly different, since
point A experiences five more thermal cycles produced by the five tracks of the fifth
layer, i.e., the five thermal cycle curves of the five layers shown in Fig. 5(d). Though
these five thermal cycle curves with the annealing temperatures lower than Tg, they
also contribute to the accumulation of structural relaxation. Therefore, in the
deposited Zr50 metallic glass, the crystallization gradually decreases from the bottom
to the upper part.
4. Conclusions
In summary, a Zr50 metallic glass was chosen as the powder materials to
fabricate large-sized metallic glass by using the LDM technology. A 10-mm-thick
Zr50 metallic glass containing lower than 5 vol% crystalline phases was then
successfully fabricated. The structural gradients, induced by the gradual variation of
crystallinity, across the thin crystalline bands and along the building direction were
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found in the deposited Zr50 metallic glass. The gradual variation of crystallinity was
mainly due to the gradient structural relaxation accumulation induced by the thermal
history.
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Figure captions

Figure 1 Schematic of the LDM process. The inset shows the outer appearance of a
multi-layer 10-mm-thick Zr50 alloy sample fabricated by the LDM.
Figure 2 The left part is a SEM image showing the microstructure in the cross section
of the single-track deposited Zr50 alloy sample, the right part is the spatial
distribution of crystallization obtained from the FEM analysis.
Figure 3 (a) SEM image describing a typical microstructure of the deposited 10-mmthick Zr50 alloy perpendicular to the laser travel direction. (b) The hardness measured
at different heights along the red dot line shown in (a).
Figure 4 (a) The schematic of four relative positions ① -④ that conduct HEXRD
experiments. (b) A typical diffraction pattern taken at position ① . (c) The
corresponding I(Q) curves measured at the four positions.
Figure 5 (a) Thermal cycle curve during the LDM process at the nodes of finite
element mesh along the green line shown in Fig.1(c). (b) A schematic of the cross
section for the LDM of a five-layer Zr50 metallic glass. (c) The thermal cycle curves
of point A after some typical tracks and the TTT diagram of Zr50 metallic glass. (d)
The thermal cycle curve of the point A. The numbers shown in (b) and (d) denote the
track sequence.
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